P e CEPTU®UKAT KAYECTBA (3.1) - XuMu4eckuii coctas
ES AB ® OTYET MO UCNBITAHUAM(2.2) - MexaHu4eckue ceoiicTsa/
INSPECTION CERTIFICATE (3.1) - Chemical analysis

TEST REPORT (2.2) - Mechanical properties

[Lara/Date: 2024-03-01 Ceptudpukat Homep/Cert no: EC5136809 rev, 0
3akaa ESAB/Our order: NA 3akasz/Your order:
Ccbinka/Our ref: Ccbinka Ha 3akaz/Your ref:
Kop 3akasunka/Cust no: NA Homep chakcalYour fax:
[Lara 3axa3a/Your date: e-mail’Your e-mail:
Agnpec/invoice address Nonyyarens ceprudmkara/Cert receiver 301 watens/Delivery address
NA
MNOCTABKA/DELIVERY Maptua N/Lot no: ZGX5136809 Konuyectso/Quantity:
NPOOYKUWA/PRODUCT XUMUYECKWIA COCTAB/
Mapxa/Brand: ESAB CHEMICAL COMPOSITION
Onucanue/Desc: Weld T W4Si1 2.4x1000mm 5kg Weneiranus/Actual results: cornacHo/acc to EN
Moauuua Nofitem no: 236424R150 10204 - 3.1

Wire/strip
KNACCUOUKALIMAICLASSIFICATIONS i P—
EN ISO 636-A: W 4Si1 Hon. Ma'repuan:l uxiliary:
EN ISO 636-A: W 46 5 4Si1 g.[ 3-332,,"’
SFA/AWS A5.18: ER70S-6 Mn 1.65%

P 0.012%

S 0.007%

Cr 0.038%

Ni 0.008%

Mo 0.007%

N Cu 0.094%

MEXAHUYECKME CBOWMCTBA/MECHANICAL PROPS V' 0.003%
TunuyHeie 3Havenna/Typical data: cornacHo/acc to EN 10204 -
22
Cranpapt/Standard:
Hon. matepuansi/Auxiliary:
Cocrosnue/Condition:
MPOYHOCTL/TENSILE
Rel Rm A5

480MPa 560MPa 28 %

YOAPHAA BASKOCTL/IMPACT
Temp -50 °C
KV 1104

KOMMEHTAPUW/COMMENTS

MpogyKuuA nocTaenseTca cornacHo Hopmam EN ISO 9001.
CepTucuKaT BeINUCHIBASTCA B 3NEKTPOHHOM BMAE W AercTeuTeneH Ges nognucu.
Mo Bcem Bonpocam obpaluaiitecs:

21, building 2, Stanislavskogo str, Moscow, 109004, Russia. Tel +7(495)6632008

Product supplied under a QA Programme fulfilling the EN ISO 9001 standard.
This certificate is produced electronically and is valid without signature.
Please refer any queries to: (see above)

XUMWYECKWIA COCTaB - YTBE 1o/Validation - Chemical Analysis rue ceoicTea - yteepxaato/Validation - Others
Yin Zhang Quality Manager LeoLIU




